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Material: C1022

Certificate No.: J-32-20199-18

Report No.: 32-9996/2
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3.8x32 3.7 - 3.9
2.35 - 

2.65
8.0 - 8.4

30.7 - 

33.3
Full Pass

810 - 

958

471 - 

516

0.20 - 

0.42
Pass

Date:  29 Aug 2020

The manufacturer declares for:

The product is in accordance with EN 14566:2008 “Screw for plasterboard”.

This declaration of conformity is valid until any changes in the product, the raw material or the production process is

performed, which would significantly change the declared characteristics.

 

  

  

  

  

  

  

  

 Hieu Trong Nguyen

Drywall screw buggle head phillip drive coarse thread blue plated - 3.8x32

Description

Source NOBB, 3/5/2025
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Material: Carbon steel C1022

Certificate No.: J-32-20199-18

Report No.: 32-9996/2
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3.8x32 3.7 - 3.9
2.35 - 

2.65
8.0 - 8.4

30.7 - 

33.3
Full Pass

817 - 

910

471 - 

516

0.20 - 

0.42
Pass

Date:  17 Apr 2019

The manufacturer declares for:

The product is in accordance with EN 14566:2008 “Screw for plasterboard”.

This declaration of conformity is valid until any changes in the product, the raw material or the production process is

performed, which would significantly change the declared characteristics.

 

  

  

  

  

  

  

  

 Hieu Trong Nguyen

Drywall screw buggle head phillip drive coarse thread blue plated - 3.8x32

Description
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